


I 

DERIVATIVES 

By Richard E. Johnson 
I 

NASA TM X-1283 

I 

t 

Lewis Research Center 
Cleveland, Ohio 

NATIONAL AERONAUTICS AND SPACE ADMINISTRATION 

For s a c  by the Cleoringhouse for Federal Scientific and Technical Information 
Springfield, Virginio 22151 - Price $1.00 



ELECTROLME SOLVENT PROPERTIES OF ORGANIC SULFUR DERIVATIVES 

by Richard E. Johnson 

Lewis Research Center 

SUMMARY 

A screening investigation was conducted to determine the potentialities of organic 
aliphatic and aromatic sulfur derivatives as solvents for high-energy-density batteries. 
Side tests included the testing of various other organic c o m p d s  to obtain data for com- 
parison with the sulfur derivatives. A literature survey was also made of phosphorus 
and arsenic organic compounds, but only one experiment was performed because of the 
high chemical reactivity of these chemicals. 

sulfur derivatives contained the -SO or the -SO2 radical. 

to that of water (0' to 100' C )  and which are  readily available from commercial suppliers. 

Propylene glycol sulfite had the best electrochemical properties. All the promising 

The investigations were limited to those solvents which have a liquidus range similar 

INTRODUCTION 

The realization of energy density levels beyond those attainable with state-of-the-art 
chemical batteries depends principally upon achieving compatibility of an electrolyte 
possessing desirable electrochemical properties and highly active anode materials, such 
a s  lithium or calcium. Consideration of aqueous electrolytes is precluded because of the 
decomposition of water in the presence of these active materials, and the search has, 
therefore, been directed to the nonaqueous organic and inorganic solvents. A survey of 
electrolyte studies indicates that most investigators (e.g., refs. 1 to 3) have concen- 
trated on the aliphatic and aromatic nitrogen and oxygen derivatives with scant attention 
given to the organic sulfur, phosphorus, and arsenic derivatives. An evaluation .of the 
published properties of these latter derivatives indicates that the sulfur compounds pre- 
sent the most promising possibilities. 

The actual screening of the organic aliphatic and aromatic sulfur derivatives was 
conducted on the bases of the (1) conductivity of the solvents with various solutes and (2) 
the reactivity with lithium; these properties were measured for the materials obtainable. 



The dielectric constant of the solvents was also measured. 

SYMBOLS 

electrode capacitance (stray), ppF 

capacitance to ground, ppF 

capacitance of known standard liquid, ppF 

capacitance of unknown liquid corrected for losses, ppF 

capacitance in air of cell in  vacuum, ppF 

capacitance of empty cell corrected for losses, ppF 

capacitance of unknown liquid, ppF 

dielectric constant of unknown liquid 

dielectric constant of known standard liquid 

'e 

cg 

cP 

CV 

cv,  c 

CX 

Ck 

K 

APPARATUS AND PROCEDURE 

All solvent evaluations utilized a tubular glass cell, 1/2 inch in diameter by 3 inches 
long with a set of platinum electrodes (cleaned in aqua regia, a mixture of hydrochloric 
and nitric acids), each with an area of 1 square centimeter on each face. The capacitance 
was first determined with air in the cell to obtain Cv in equation (1). An organic liquid 
with a known dielectric constant was removed from its bottle with a hypodermic needle 
and syringe and placed in the tubular cell to avoid contact with air and possible moisture 
pickup. The capacitance (Ck in eq. (1)) was determined followed by a conductance meas- 
urement for the reason that unless the conductivity is less than 5 ~ 1 0 - ~  ohm-' centimeter-' 
the capacitance readings are  in error because of losses associated with the electrical 
conductivity. Capacitance and conductance measurements were made with a bridge with 
the use of a signal generator and detector. Although the generator can produce a wide 
range of frequencies at various voltages that can be used by the bridge in a balancing 
circuit, all measurements were made at 1000 cps. 

as the aforementioned liquid and its capacitance (Cx in eq. (2)) and conductance were 
measured. A known amount of potassium hexafluorophosphate (KPF6) or potassium 
perchlorate (KC104) was added to bring the solution to 0.01 molar concentration, and the 
conductivity measurement was repeated. The solution was then saturated with the same 

The sample of organic liquid to be tested was placed in the cell in the same manner 
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salt, and the conductivity was again measured (table I). Finally, a piece of lithium 
(cleaned by filing to bright metal) was placed in the cell for reactivity evaluation. 

The dielectric constant was calculated from equations (l), (2), and (4) (given in 
ref. 4) and equation (3) (derived experimentally): 

c = c, - (Ce + Cg) P 

K=- cP 

cv, c 

Reference 4 states that 

When liquids are measured in a two-terminal measuring cell, the extra capaci- 
tances between electrodes and to ground cannot be directly measured or calcu- 
lated. The value of their combined capacitances, Ce + C 
measuring the cell both when f i l led to the same level with a liquid of known di- 
electric constant, and when empty, and calculating [in equation (1). ] . . . these 
extra capacitances are usually free from loss. . . . 

can be found by 
g’ 

Figure 1. - Organic electrolyte evaluation apparatus. 
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The calculated results are presented in tables I and II. The accuracy of the capaci- 
tances and conductivity measurements was *2.5 percent with reference to three standard 
solutions which meet American Chemical Society chemical standards. The experimental 
setup used is shown in figure 1. 

RESULTS AND DISCUSSION 

Prior to discussion of the experimental results obtained from the investigation, it 
may be helpful to review interpretive guidelines for conductivity and dielectric constant 
values, with a consideration of other characteristics such as viscosity and dipole moment, 
the values of which were obtained from the literature and are shown in table IXI. First, 
although no particular drain rates have been established, it is unlikely that any cell will 
be developed in the 200 watt-hour per pound class that has an electrolyte conductivity of 
less than M O - ~  ohm-' centimeter-'; a common dry  cell of the Leclanche type has an 
electrolyte conductivity of 1 X l O - l  0hm-l centimeter-'. The value of lX10-3 0hm-l 
centimeter-' was thus taken as the threshold of acceptability for electrical conductivity. 
A minimum value of 20 was arbitrarily selected as the dielectric constant interest level 
cutoff; the major consideration, however, was the magnitude of the conductivity. The 
viscosity should be low, about 0.1 to 1 centipoise (water is 0.1 cP). 

Dipole moment values vary from 0 to 5 or higher and should be at least as high as 
that for water (-1.8). Both dielectric constant and dipole moments are a measure of the 
ability of the solvent to dissolve ionic salts and possibly to yield high conductivity. 

Some sulfur organic derivatives are listed in table III(a). These data, as well as 
those in table III(b), are taken mainly from references 5 and 6. From these data, the 
most promising compounds were selected for tests as solvents. It is evident that there 
is a relatively small amount of data for selection of promising compounds which might be 
good solvents (such as dielectric constant, dipole moments, etc. ); a knowledge of chemi- 
cal and physical properties of these solvents is helpful in selecting the most likely test 
compounds. 

The literature survey indicated that the compounds either are too reactive or have a low 
dielectric constant. One of the more promising compounds was tested, but the results 
were discouraging. 

planned for evaluation were unavailable; however, enough information was gathered to 
allow a prediction of performance. Of the 20 compounds tested, only four passed the two 
qualification tests and thus warrant further work as electrolytes. The two qualification 
tests are good conductivity (at least 0hm-lcm-l) and stability towards lightweight 

The listing of potential phosphorus and arsenic compounds is given in table III(b). 

The organic sulfur compounds evaluated are given in table I(a). Certain compounds 
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acfive metals (e.g., lithium). 
The dashes in table I indicate that the data were not obtained because of lack of 

interest or because preliminary data did not warrant further work. No effort was made 
in the experimental program to purify any of the organic solvents; however, no solvent 
was abandoned until it failed one of the two qualification tests. 

many reasons might have been used for the selection of individual compounds, the reason 
for this group as a whole was to test compounds similar to those that Lewis contractors 
were using so as to gain experience with the instruments and testing procedures before 
the main series of sulfur derivatives was to be tested. The data a re  presented to show 
that conductivities in organic compounds other than sulfur derivatives lie in the Same 
range, much below that found in water. 

constant is presented in table II. The test cell was designed to make both conductivity 
and capacitance measurements, which imposed limitations in measuring dielectric con- 
stants. Some dielectric constant determinations, thus, were not made because they 
were beyond the range of the instrumentation. The emphasis was placed on conductivity 
since that aspect is a more direct measure of a good solvent. 

In table II a dashed line indicates that the experiment was  not done either because of 
lack of interest or experimental difficulty. There are a number of dashes in table III 
that indicate that data could not be found in the literature. Some sulfur cornpounds tested 
in table I(a) are not listed in table m(a) because no signsicant information was found in 
the literature sources. 

Propylene glycol sulfite was the most promising solvent tested. It has a conductivity 
of 3 . 3 ~ 1 0 - ~  ohm- centimeter-' when saturated with lithium perchlorate as the solute 
and was stable with lithium for 8 hours. The dielectric constant is 33 (unpublished Lewis 
data obtained by H. F. Leibecki). Its behavior with various cathode materials must yet 
be determined. Sultones were good solvents but reacted with lithium. While the rate of 
the reaction was very slow, any reaction at all makes it less desirable as a solvent. 
Sulfones also show some promise, but high melting points (above room temperature) make 
these compounds less desirable. It may be possible to make a low-melting sulfone but 
this will take time. 

Table I@) contains the compounds tested that were not sulfur derivatives. While 

A collection of the data used in the previously described calculation of the dielectric 

1 

CONCLUSIONS 

The study of the electrolyte solvent properties of a number of organic sulfur, phos- 
phorus, and arsenic derivatives produced the following conclusions: 
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1. Propylene glycol sulfite was the most promising solvent tested on the basis of &e 
two qualification tests. It has a conductivity of 3. 3 ~ 1 0 - ~  ohm-' centimeter-' when satu- 
rated with lithium perchlorate as the solute and was stable with lithium for 8 hours. The 
dielectric constant is 33. Its behavior with various cathode materials must yet be deter- 
mined. 

derivatives offer no hope of being good electrolyte solvents. 

propylene glycol sulfite. 

2. The literature search and experimental work indicated that phosphorus and arsenic 

3. Sultones and sulfones were reasonably good solvents but were not so good as 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, June 9, 1966, 
123-34-01-09-22. 
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TABLE II. - DATA USED I N  CALCULATION OF DIELECTRIC CONSTANT 

2,2' Thiodiethanol 
Ethane dithiol 
Ethyl thiocyanate 
Trimethylene disulfide 
Triisobutyl phosphate 
15 Angelica lactone 
Isopropyl nitrate 
Dimethyl carbonate 
Morpholine 
Tropone 
%Nitro- 1-butanol 
Aldol 
1,4 -Butane sultone 
Thioacetic acid 
Ethane sulfonic acid 
Propylene glycol sulfite 
Sulfolane 
Ethyl ethylxanthate 
Propane sultone 

aAt 0' F. 

[Temperature, 20' C. ] 

Dielectric 
onstant of 

known 
standard 

liquid, 

'4( 

20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
20.2 
10.3 
10.3 
10.3 
10.3 

Capacitance 
in air of cell 

in vacuum, 

P P F  

(a) 

CV, 

3.6 
3.3 
3.3 
3.7 
3.7 
3.7 
3.7 
3.7 
3.7 
3.7 
3.7 
3.7 
2.85 
2.90 
2.95 
2.8 
2.9 
2. 8 
2. 8 

Zapacitance 
of known 
standard 

liquid, 

'k' 
P P F  
( 4  

8 
7.9 
7.9 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8.0 
8. 1 
5.4 
5.4 
5.4 
5.4 
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TABLE XU. - ORGANIC SOLVENT DATA FROM REFERENCES 5 W 6 

(3 hrlfvr compomxb 

Formula soluwity 
in water 

hWe& 

mtght 

48.11 

62.18 

76.11 

94. a 
96.11 

110.3 

62.14 

90.19 

78.13 

106.2 

m. a 

94.14 

122.1s 

150.24 

11.3 

1%. a 

108.2 

------ 

124.12 

110.3 

138.19 

112.1 

76.11 

92.19 

122.2 

_----_ 
92.12 

120.17 

point, 
OC 

- 
-us 
-144.4 

-111.5 

-41.2 

20 

- 17 

-83.2 

-103. 5 

6 

15 

.-----_ 
109 

73 

36 

-31. 75 

-24.5 

-11 

-70 

99 

_-----_ 
_ _  -____ 
-90 

- 17 

_--____ 
-53 

- ------ 
-16.5 

-8.7 

Ethylene glycol 
Sulfite 

Very soluble 

Very soluble 

I. 3 a 5 P  

1.1497 
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TABLE IU. - Concluded. ORGANIC SOLVENT DATA FROM REFERENCES 5 AND 6 

(a) Concluded. Sulfur compounds 

Compound Nolecular 
weight 

Boiling 
point, 
OC 

~ 

145 

132.9 

132 

116 

153 

lelectric 
constant 

lipole 
Lomen 
uesu 

Solubilit 
in wate 

Formula Density, 
w'ml 

(b) 

0. 996425 

I. 0 8 1 8 ~ ~  

0.99520 

0.998220 

1.0636' 

Ethyl thiocyanate 

Methyl thiocyanate 

Ethyl isothlocyanate 

Dimethyl disulfide 

Diethyl disulfide 

Thioacetone 

Ethane 1,2 bls-meti 

insoluble 

Slightly sol 

In s o 1 u bl e 

Insoluble 

slightly sol 

___.______ 

Soluble 

Soluble 

Slightly sol 

Soluble 

Insoluble 

Insoluble 

Soluble 

Soluble 

Soluble 

81. 14 

13.11 

87. 14 

94.2 

122.25 

_ _ _ _ _ _  
122.26 

_ _ _ _ _ _  

_ _ _ _ _ _  

-__-__  

_ _ _ _ _ _  

114. 11 

___.__ 

76. 12 

228.3 

182.5 

115 

116.8 

153 

- _ _  - - -. 

155 

545(OF) 

(4 
300 

Trlmethylene disul 

Thiazole 

a. Z'-Thiodiethanol HOC2H4SC2H40H 

Trithiane 

B CHZSH 
Furfurylmercaptan 

Sulfolane 

Thiamide 

Acetone diethyl 
sulfone 

(b) Phosphorus and arsenic compounds 

~~ 

Molecular 
weight 

~~ ~ 

Solubility 
in water 

Compound Formula Melting 
point. 

OC 

Boiling 
point, 

OC 

Triethyl phosphine 

Diethyl phosphlnic acid 

Methyl phosphinic 
anhydride 

Trimethyl phosphoric 
es te r  

Triethyl phosphoric 
es te r  

Tritutyl  phosphoric 
es te r  

Dimethyl phosphorous 
acid 

Trimethyl phosphonxls 
es te r  

Cacodyl oxide 

127. 5 

92 

188 

197.2 

215-216 

2 89 

170-111 

111-112 

150 

Insoluble 

Very soluble 

Decomposes 

140, 1 1.2506 1.38 Very soluble 

1.012519 1. 406116 182. 16 Soluble 

0. 912125 1. 422425 266.3 Soluble 

1.200420 1.403620 110.05 

1. 052OZ0 1.409520 124.08 

225.9 1.4943 1.5255 Soluble 

bSuperscript figures indicate temperature ( O C ) .  

h c o m p o e e s .  
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